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INSPECTING DATA 

 
 

FOR 
 

TEA-Energy China Limited 
 
 

T8 LED Tube 
 
 

 Model: See Annex 1 
 
 
 

Prepared For : TEA-Energy China Limited 
0100029 Building, XiaWei Industrial Zone, XiaHu Community, 
GuanLan Town, LongHuaDistrict, Shenzhen, China 

 
 
                                     

 
Prepared By  : Shenzhen LCS Compliance Testing Laboratory Ltd. 

1/F., Xingyuan Industrial Park, Tongda Road, Bao'an Avenue, 
Bao'an District, Shenzhen, Guangdong, China 

 

 

 

Date of Test      : February 24, 2014 – March 04, 2014 

Date of Report  : March 04, 2014 

Report Number : LCS140225049TR 

 
 
 
 
 
 
 
 
 
The Test Report is issued by the Company subject to its General Conditions of Service printed overleaf. Attention is drawn to the limitations 
of liability, indemnification and jurisdictional issues defined therein. The results shown in this test report refer only to the sample(s) tested 
unless otherwise stated. This Test Report cannot be reproduced, except in full, without prior written permission of the Company. 
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          Annex 1 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Model list 

T8-9W-60-ND-W-T00 T8-18W-120-ND-WW-W00 T8-14W-90-D-NW-W00 

T8-9W-60-ND-NW-T00 T8-25W-150-ND-W-T00 T8-14W-90-D-WW-W00 

T8-9W-60-ND-WW-T00 T8-25W-150-ND-NW-T00 T8-18W-120-D-W-T00 

T8-9W-60-ND-W-F00 T8-25W-150-ND-WW-T00 T8-18W-120-D-NW-T00 

T8-9W-60-ND-NW-F00 T8-25W-150-ND-W-F00 T8-18W-120-D-WW-T00 

T8-9W-60-ND-WW-F00 T8-25W-150-ND-NW-F00 T8-18W-120-D-W-F00 

T8-9W-60-ND-W-W00 T8-25W-150-ND-WW-F00 T8-18W-120-D-NW-F00 

T8-9W-60-ND-NW-W00 T8-25W-150-ND-W-W00 T8-18W-120-D-WW-F00 

T8-9W-60-ND-WW-W00 T8-25W-150-ND-NW-W00 T8-18W-120-D-W-W00 

T8-14W-90-ND-W-T00 T8-25W-150-ND-WW-W00 T8-18W-120-D-NW-W00 

T8-14W-90-ND-NW-T00 T8-9W-60-D-W-T00 T8-18W-120-D-WW-W00 

T8-14W-90-ND-WW-T00 T8-9W-60-D-NW-T00 T8-25W-150-D-W-T00 

T8-14W-90-ND-W-F00 T8-9W-60-D-WW-T00 T8-25W-150-D-NW-T00 

T8-14W-90-ND-NW-F00 T8-9W-60-D-W-F00 T8-25W-150-D-WW-T00 

T8-14W-90-ND-WW-F00 T8-9W-60-D-NW-F00 T8-25W-150-D-W-F00 

T8-14W-90-ND-W-W00 T8-9W-60-D-WW-F00 T8-25W-150-D-NW-F00 

T8-14W-90-ND-NW-W00 T8-9W-60-D-W-W00 T8-25W-150-D-WW-F00 

T8-14W-90-ND-WW-W00 T8-9W-60-D-NW-W00 T8-25W-150-D-W-W00 

T8-18W-120-ND-W-T00 T8-9W-60-D-WW-W00 T8-25W-150-D-NW-W00 
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Annex 1 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Model list 

T8-18W-120-ND-WW-T00 T8-14W-90-D-NW-T00 T8-9W-60-S-W-T00 

T8-18W-120-ND-W-F00 T8-14W-90-D-WW-T00 T8-9W-60-S-NW-T00 

T8-18W-120-ND-NW-F00 T8-14W-90-D-W-F00 T8-9W-60-S-WW-T00 

T8-18W-120-ND-WW-F00 T8-14W-90-D-NW-F00 T8-9W-60-S-W-F00 

T8-18W-120-ND-W-W00 T8-14W-90-D-WW-F00 T8-9W-60-S-NW-F00 

T8-18W-120-ND-NW-W00 T8-14W-90-D-W-W00 T8-9W-60-S-WW-F00 

T8-18W-120-ND-NW-T00 T8-14W-90-D-W-T00 T8-25W-150-D-WW-W00 

T8-9W-60-S-W-W00 T8-14W-90-S-NW-W00 T8-18W-120-S-WW-W00 

T8-9W-60-S-NW-W00 T8-14W-90-S-WW-W00 T8-25W-150-S-W-T00 

T8-9W-60-S-WW-W00 T8-18W-120-S-W-T00 T8-25W-150-S-NW-T00 

T8-14W-90-S-W-T00 T8-18W-120-S-NW-T00 T8-25W-150-S-WW-T00 

T8-14W-90-S-NW-T00 T8-18W-120-S-WW-T00 T8-25W-150-S-W-F00 

T8-14W-90-S-WW-T00 T8-18W-120-S-W-F00 T8-25W-150-S-NW-F00 

T8-14W-90-S-W-F00 T8-18W-120-S-NW-F00 T8-25W-150-S-WW-F00 

T8-14W-90-S-NW-F00 T8-18W-120-S-WW-F00 T8-25W-150-S-W-W00 

T8-14W-90-S-WW-F00 T8-18W-120-S-W-W00 T8-25W-150-S-NW-W00 

T8-14W-90-S-W-W00 T8-18W-120-S-NW-W00 T8-25W-150-S-WW-W00 

……………………………….The End………………………………. 
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1. INFORMATION 
 

Name of the sample  : T8 LED Tube 

Applicant        : TEA-Energy China Limited 

Address      : 0100029 Building, XiaWei Industrial Zone, XiaHu Community, GuanLan Town, 
LongHua District, Shenzhen, China 

 

2. LISTS 

No. Part Name Testing 
Organization Report No. Issue date 

1 Electrolytic Capacitor SGS GZ1301854123/CHEM 2013.09.12 

2 Lamp Cap CTI RLSZD000837854132C 2013.11.18 

3 X Capacitor SGS CANAUTO13118541223 2013.11.27 

4 Y Capacitor CTI RLSZF0013031256 2013.03.27 

5 IC SGS CC/2013/C0998 2013.06.22 

6 PCB SGS CANEC1308841225 2013.10.23 

7 SMD Capacitor SGS CANEC1308541236 2013.12.09 

8 SMD Resistor SGS CE/2013/73988 2013.08.26 

9 Ceramic Capacitor SGS CANAUTO13185412236 2013.08.21 

10 Diode SGS CC/2013/C0361 2013.12.17 

11 Fuse SGS CANEC1308965221 2013.10.24 

12 Internal Wiring SGS CANEC13029636527 2013.07.12 

13 Glass Lamp Cover SGS CE/2013/79864 2013.08.22 

14 Translucent Enclosure SGS CANEC1308133602 2013.09.01 

15 VDR SGS CANEC1304771401 2013.04.03 



Shenzhen LCS Compliance Testing Laboratory Ltd. 
Add: 1/F., Xingyuan Industrial Park, Tongda Road, Bao'an Avenue, Bao'an District, Shenzhen, Guangdong, China 
Tel: (86)755-82591330      Fax: (86)755-82591332     Internet: Http://www.LCS-cert.com 

_______________________________________________________________________________________________
Report No. LCS140225049TR 

 
 

                                                                                                                                                              Page 6 of 9 

16 Transformer SGS CANEC1308765601 2013.08.31 

17 Bobbin SGS CC/2013/C0167 2013.08.06 

18 Wire SGS CANEC1309771401 2013.09.02 

19 Insulation Tape SGS CANEC1302060509 2013.03.09 

20 Varnish SGS CANAUTO13042356102 2013.04.12 

21 Heat-Shrinkable Tube SGS CANML1301617703 2013.02.29 

 
Result                     : Please refer to next page 

  Conclusion                    : The results shown on the report comply with the limit in commission decision  
of 21 July 2011 amending Directive 2011/65/EU (RoHS). 

 
                                                                                        Signed for and on behalf of  
                                                                    Shenzhen LCS Compliance Testing Laboratory Ltd. 
 
 

  RoHS                                                                                                    

 
 
 
   

                                                                                                     ________________________ 

                                            Emily Du 
                                             Manager 

                                              Date: March 04, 2014 
 
 
 
 
 
 
 

 
 
 
 
 
 
 

Eeea
新建图章
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3. TEST DATA SUMMARY 

Test items Lead (Pb) Cadmium 
(Cd) 

Mercury 
(Hg) 

Hexavalent 
Chromium 

Cr(VI) 
PBBs PBDEs 

Unit ppm ppm ppm ppm ppm ppm 

1 N.D. N.D. N.D. N.D. N.D. N.D. 

2 N.D. N.D. N.D. N.D. N.D. N.D. 

3 N.D. N.D. N.D. N.D. N.D. N.D. 

4 N.D. N.D. N.D. N.D. N.D. N.D. 

5 N.D. N.D. N.D. N.D. N.D. N.D. 

6 N.D. N.D. N.D. N.D. N.D. N.D. 

7 N.D. N.D. N.D. N.D. N.D. N.D. 

8 N.D. N.D. N.D. N.D. N.D. N.D. 

9 N.D. N.D. N.D. N.D. N.D. N.D. 

10 N.D. N.D. N.D. N.D. N.D. N.D. 

11 N.D. N.D. N.D. N.D. N.D. N.D. 

12 N.D. N.D. N.D. N.D. N.D. N.D. 

13 N.D. N.D. N.D. N.D. N.D. N.D. 

14 N.D. N.D. N.D. N.D. N.D. N.D. 

15 N.D. N.D. N.D. N.D. N.D. N.D. 

16 N.D. N.D. N.D. N.D. N.D. N.D. 

17 N.D. N.D. N.D. N.D. N.D. N.D. 

18 N.D. N.D. N.D. N.D. N.D. N.D. 
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19 N.D. N.D. N.D. N.D. N.D. N.D. 

20 N.D. N.D. N.D. N.D. N.D. N.D. 

21 N.D. N.D. N.D. N.D. N.D. N.D. 

 
Note: 
(1) N.D. = Not detected (<MDL)                   (2) ppm = mg/kg                       (3) N.A. = Not Analyzed 
(4) Negative = the concentration of Hexavalent Chromium extracted from 50cm2 sample is less than the detection limit. 
Remark: Lead in electronic components, which are exempted from (RoHS) the requirements. 
Disclaimer: 

 The integration report is not equivalent to the test report. 
 LCS does not shoulder responsibility for the authenticity of all the test data listed in integration report, which are 

submitted by the applicants. 
 The applicants are responsible for all legal obligation caused by the inaccuracy and invalidity of the original report. 
 If this disclaimer contradicts any other terms and conditions of LCS, this disclaimer will prevail. 
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4. PHOTOGRAPHS OF TEST SAMPLE 

Photo of test product 

 
Fig. 1  Overview   
  


